
 

MAKOMESH Welding Shear Strength Test 

 

Joint # Nominal 
Diameter (mm) 

UTS (kN) UTS (MPa) Failure Mode 

01 5.6 15.84 643.90 Wire Failure 
(Necking) 

02 5.6 16.09 654.07 Wire Failure 
(Necking) 

03 5.6 15.92 647.15 Wire Failure 
(Necking) 

04 5.6 16.03 651.63 Wire Failure 
(Necking) 

05 5.6 15.63 635.37 Wire Failure 
(Necking) 

06 5.6 16.02 651.22 Wire Failure 
(Necking) 

07 5.6 16.23 659.76 Wire Failure 
(Necking) 

08 5.6 16.13 655.69 Wire Failure 
(Necking) 

09 5.6 16.12 655.28 Wire Failure 
(Necking) 

10 5.6 16.36 665.04 Wire Failure 
(Necking) 

11 5.6 16.34 664.23 Wire Failure 
(Necking) 

12 5.6 16.39 666.26 Wire Failure 
(Necking) 

13 5.6 16.57 673.58 Wire Failure 
(Necking) 

14 5.6 16.21 658.94 Wire Failure 
(Necking) 

15 5.6 16.21 658.94 Wire Failure 
(Necking) 

16 5.6 16.39 666.26 Wire Failure 
(Necking) 

17 5.6 16.48 669.92 Wire Failure 
(Necking) 



 

 


